
0071387

SAF-RC-040
300 Area D&D Waste Characterization

Sampling - Other Solid
FINAL DATA PACKAGE
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SUBMITTED TO:
Joan Kessner
Washington Closure Hanford
2620 Fermi Avenue, MSIN H4-21
Richland, WA 99354

REFERENCE DATA:
Client Sample No.:
P.O. No.:
Sample Location:
Sample Type:
Method Reference:
DCL Set ID No.:
DCL Sample ID No.:
Sample Receipt Date:
Analysis Date:

J15VMO through JI5VPO
Not Available
3718G
Bulk
EPA-600/R-93/116
07-A-5989
07-34768 through 07-34788
10/18/07
10/24/07 through 10/25/07

We certify that the following samples were prepared and analyzed by Polarized Light Microscopy for
asbestos and other fibrous constituents using EPA-600/R-93/116. The samples were acceptable upon receipt
except where noted. The samples were examined under a stereomicroscope in a laboratory fume hood for general
composition and phase separation. If needed, portions of the sample were removed and ground with a mortar andpestle before being mounted on a glass microscope slide. Mountings of representative portions of the material
are prepared in one or more appropriate refractive index liquids (1.550, 1.605, 1.680) and examined by PolarizedLight Microscopy*. Estimates of concentration are made on an area basis. The results of the analysis apply onlyto the materials analyzed and are summarized on the attached bulk asbestos analysis data sheets. DataChemLaboratories will dispose of all bulk samples after 60 days unless other arrangements are made.

Shawn Smy e
Analyst

Anna Marie Ristich
Reviewer

*Floor tiles, decorative paints, joint compounds, and cement materials require additional treatment in order toevaluate the concentration of small asbestos fibers bound in the material. Some samples may contain fibers that arenot visible by PLM and can only be detected by electron microscopy techniques. Floor tiles are analyzed as
homogeneous materials if insufficient mastic is present or if phases have been cross contaminated.

DataChem Laboratories NVLAP Lab ID: 101917. Laboratory accreditation by the National Institute ofStandards and Technology does not in any way constitute approval or endorsement by NVLAP, NIST, or any agencyof the federal government..

CINCINNATI OFFICE
4388 GLENDALE-MiLFORD ROAD
CINCINNATI, OH.F 45242-3706
513 733-5338. FAX 513 733-6347

WEST COAST OFFICE
1 SANTA VORMA COURT

NOVATO, CALIFORNIA 94945
800 280-8071, FAX 415 893.9469

a



10/25/07

DataChem Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 3718G

Set ID: 07-A-5989

Client Sample ID: Jl5VM0 JI5VM0 Jl5VMI J15VMI JI5VM2
DCL Sample ID: 07-34768A 07-34768B 07-34769A 07-34769B 07-34770
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Layered Layered 'Layered Layered Layered

Inseparable
Color: Tan Black Black Brown Grey/Tan
Texture: Compact Resinous Flexible Crumbly Crmby/Fbrs
Description: Tile Mastic Covebase Mastic Drywall
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals
% Chrysotile: >1:53 >3 ! 5
% Amosite:
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: >1:93 >35 5 ND ND ND
Other Materials
% Cellulose: >1 3 >10 20
% Fiberglass:
% Other Fibers:

% Resin/Binder: >10 20 >70:980 >20g 30 >70 80
% Non Fibrous: >70 80 >10 20 >60 70 >10:s20 >70 - 80

ND = None Detected Trace = <1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn SmyTeA
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
... If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.

Page 2 of 8



10/25/07
DataChew Laboratories

Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 3718G

Set ID: 07-A-5989

Client Sample ID:
DCL Sample ID:
Macroscopic Examination
Accepted/Rejected:
Homogeneity:

Color:
Texture:
Description:
Analysis:
Asbestiform Minerals
% Chrysotile:
% Amosite:
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos:
Other Materials
% Cellulose:
% Fiberglass:
% Other Fibers:

% Resin/Binder:
% Non Fibrous:

J15VM3 JISVM4 JI5VM4 JI5VM5 J15VM5
07-34771 07-34772A 07-34772B 07-34773A 07-34773B

Accepted
Layered

Inseparable
Grey

Fbrs/Flex
Carpet
PLM

Accepted
Heterog.

Grey
Fbrs/Crmby
Ceiling Tile

PLM
PLM

Accepted
Heterog.

Brown
Crumbly
Mastic
PLM
PLM

>1:s 3

ND

>505 60

>5 5 10
>20 i;30

NDNDl >:91

Accepted
Layered

Tan
Compact

Tile
PLM
PLM

>1 ! 3

Accepted
. Layered

Black
Resinous
Mastic
PLM

>3 5

>1 53 >3:S 5

>40 50
>20 !930

>70.S 80 >10 20 >705 80
>10 20 >10 20 >705 80 >10 20

ND = None Detected Trace = <1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn Smyte
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states. If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point countingtechnique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.

Page 3 of 8
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10/25/07
DataChem Laboratories

Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 3718G

Set ID: 07-A-5989

Client Sample ID: J15VM6 J15VM6 JI5VM7 J15VM7 J15VM8DCL Sample ID: 07-34774A 07-34774B 07-34775A 07-34775B 07-34776AMacroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted AcceptedHomogeneity: Layered Layered Layered Layered LayeredColor: Tan Black Green Black GreenTexture: Compact Resinous Compact Resinous CompactDescription: Tile Mastic Tile Mastic TileAnalysis: PLM PLM PLM PLM PLMAsbestiform Minerals
% Chrysotile: >1:53 >3: 5 >1 ! 3 >3 ! 5 >1:5 3% Amosite:
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
%TotalAsbestos: >153 >3 5 >1 3 >355 >1:3Other Materials
% Cellulose:
% Fiberglass:
% Other Fibers:

% Resin/Binder: >10 !r20 >705 80 >10 5.20 >70 !980 >10 .20% Non Fibrous: >70 80 >10 920 >70 80 >10 s 20 >70 80

ND = None Detected Trace =<1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn Smy
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations statesIf the asbestos content is estimated to be less than 10% by a method other than point counting... (the analysis) be repeated using the point countingtechnique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.

Page 4 of 8



10/25/07
DataChem Laboratories

Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 3718G

Set ID: 07-A-5989

Client Sample ID: J15VM8 J15VM9 J15VM9 J15VNO J15VNO
DCL Sample ID: 07-34776B 07-34777A 07-34777B 07-34778A 07-34778B
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Layered Layered Layered Layered Layered
Color: Black Grey Black Green Black
Texture: Resinous Compact Resinous Compact Resinous
Description: Mastic Tile Mastic Tile Mastic
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals
% Chrysotile: >3 g 5 >1 53 >1! 3 >3:5 5
% Amosite:
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: >39 5 ND >1:!;3 >1:53 >3:5 5
Other Materials
% Cellulose:
% Fiberglass:
% Other Fibers:

% Resin/Binder: >70 s580 >10 20 >70 : 80 >10 20 >70 80
% Non Fibrous: >10 520 >70 9 80 >10 520 >70 80 >10 20

ND = None Detected Trace = <1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
... If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.

Page 5 of 8



10/25/07
DataChem Laboratories

Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 3718G

Set ID: 07-A-5989

Client Sample ID: J15VNI J15VNI JI5VN2 J15VN3 JI5VN4
DCL Sample ID: 07-34779A 07-34779B 07-34780 07-34781 07-34782
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Layered Layered Homog. Homog. Homog.
Color: Tan Brown Grey Grey Grey
Texture: Fibrous Crumbly Crmby/Fbrs Crmby/Fbrs Crmby/Fbrs
Description: Ceiling Tile Mastic Material Material Material
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals
% Chrysotile:
% Amosite:
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: ND ND ND ND ND
Other Materials
% Cellulose: >80 r.90
% Fiberglass: >20 30 >205 30 >20 5 30
% Other Fibers:

% Resin/Binder: >705 80
% Non Fibrous: >5 10 >10 920 >60 70 >60 70 >60 70

ND = None Detected Trace = <1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states.. If the asbestos content is estimated to be less than 10% by a method other than point counting,.. (the analysis) be repeated using the point countingtechnique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.

Page 6 of 8



10/25/07
DataChem Laboratories

Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 3718G

Set ID: 07-A-5989

Client Sample ID: JI5VN5 JISVN6 J15VN7 JISVN8 J15VN9
DCL Sample ID: 07-34783 07-34784 07-34785 07-34786 07-34787
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Heterog. Homog. Homog. Layered Layered

Inseparable Inseparable
Color: Grey/Yellow Grey Grey Yellow/Black Yellow/Grey
Texture: Crmby/Fbrs Crmby/Fbrs Crmby/Fbrs Fbrs/Resns Fibrous
Description: Material Material Material Insulation Insulation
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals
% Chrysotile: >59 10
% Amosite: Trace
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: ND >5510 ND ND ND
Other Materials
% Cellulose: >3 5 >5! 10 >10 g20
% Fiberglass: >30 40 >20 30 >20 30 >50 60 >60 70
% Other Fibers: >10!520

% Resin/Binder: >10 520
% Non Fibrous: >30!r.40 >50 60 >60 r.70 >5 10 >5 10

ND = None Detected Trace =<1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn gffiythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations statesIf the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point countingtechnique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.

Page 7 of 8



10/25/07
DataChem Laboratories

Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 3718G

Set ID: 07-A-5989

Client Sample ID:
DCL Sample ID:
Macroscopic Examination
Accepted/Rejected:
Homogeneity:

Color:
Texture:
Description:
Analysis:
Asbestiform Minerals
% Chrysotile:
% Amosite:
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:

J15VPO
07-34788

Accepted
Layered

Inseparable
Yellow/Grey

Fibrous
Insulation

PLM

% Total Asbestos: ND
Other Materials
% Cellulose: >5: 10
% Fiberglass: >80 90
% Other Fibers:

% Resin/Binder:
% Non Fibrous: >3 5

ND = None Detected Trace = <1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states... If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting
technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.
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Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-334 Pae 1 of a
ollector Company Contact Teleuhone No. Proiect CoordinatorMike Stankovich MT Stankovich 531-7620 KESSNER, JH Price Code 9K Data Turnaround

Proiect Designation Sawuling Location SAF No. 7 Days300 Area D&D Waste Characterization Sampling - Other Soli 3718G RC-040
Ice Chest No. Field Loebook No. COA Method of Shipment

E/O 9x44 EL-1518-9 See below Federal Express
Shinned To Offgie PrBry o ill of LadinFlAir Bill No.D a ta C h e m L a b o ra to rie s - C in c in n a ti 4s i S eeL-r t- O SC ---C ------/A-r-B--- N-.
POSSIBLE SAMPLE HAZARDS/REMARKS
Asbestos & Be Preservation N

Special Handling and/or Storage Type of Container

No of Container(s)

Volume

Asbtos-
BUuc-EPA

SAMPLE ANALYSIS

Sample No Matrix - Sample Date Sample Time
JIVM0 OTHER SOLID ed /6- -
J15VM1 Q OTHER SOLID --
J15VM2 OTHER SOLID
J15VM3 OTHER SOLID c
J15VM4 OTHER SOLID 

----
o y

CHAIN OF POSSESSION Si /P.ri t-N
Relinquished By/Rmocvd Fr. Date/Itt /f

Relinquished By/Ranovcd From Daewrie

its ~ -. '7-? /Zp(9
RclinquiM 0,Gd+= D IDae/ c

Relinquished ByR m L ft n Date.fis

g n ancs
Receivtd BYShnned In Date/lime

37ZHS/2A o/ca7 ,zso
Receivid By/Smn 11 D"trIme

-1; W 7 Ale
Received B/Atncd & Date/Timse

Received lv/Stnred In Datrfliwe

Relinquished By/Remonvd From Dateflite eceiveed Ry(StoredJ in Date/Time

Relinqushed By/RemovedFrAm Date/tune . tdBylStottd in Daterime

LABORATORY Received By
SECTION

FINAL SAMPLE Disposal Md
DISPOSITION

WCH-EE-01 1

SPECIAL INSTRICTIONS
laboratony Analysis, Data Management, and Shipping COA - RD4MXX2FOO

372 Csfromn 3728 Ref#
Shipp tha
Ssa; Ve SaMps for

leiqui.1l

Date/ThatIt6ci Dsposcd By

T-

SEcrai

w-Vr

AA

I __________________________

atefrha

Ditefrina
:> C)



Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-334 Pap, 2 of 4
Collector Company Contact Telephone No. Proitet CoordinatorMike Stankovich MT Stankovich 531-7620 KESSNER, I Price Code 9K Data Turnaround

Proict Desisiation SamolitnE Location SAF No. 7 Days300 Area D&D Waste Characterization Sampling - Other Soli 3718G RC-040
Ice Chest No. Field Lotbook No. COA Method of Shipment

FCr FA szA' EL-1518-9 See below Federal Express
Shiped To Offaite Property No. Bill of Ladine/Air Bill No.

DataChem Laboratories - Cincinnati See OSPC
POSSIBLE SAMPLE HAZARDS/REMARKS
Asbestos & &Be~ Ashes/s & BPreservation-

Special Handling and/or Storage Type of Container G

No. of Container(s)

Volume

SULK-EPA

SAMPLE ANALYSIS

Sample No Marix * Sample Date Sample Time

J15VMS OTHER SOLID p -je-o 7 o S5
J15VM6 OTHER SOLID 0?.0
J15VM7 OTHER SOLID 00
J1SVMB OTHER SOLID

J15VM9 OTHER SOLID

CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Matrix
R uiashed By/Removed From Date/rime 1g eccived By/Stored In Date/Time Labontory Analysis, Data Management, and Shipping COA - RD4MXX2F00

,*YZ, ,I,,67 34DS-Sl ,
elinapnshed BRensovd Flo sreTir Yflt/t r/ 7 ,sampI 5 !' fro 3728 Ref s-tigFrom e/ime Rcied By/Stored In Datc'Time 3728 C 2 s-s

/happ UstodianrmVed esfor
Relinquish By'Remrov & De/Tune *m Rejchied By/Sio a Date/Time Spler unavaiu 12. -

Relinquashel3 Hy'RoAem mn Datefline Rcmiwd By!Stwed In Date/lime

Rclinqauished B/Removed From Dete/ltrne Reyied By/Stcned in Date/Tune NOih "

Relinquished By/Ramoved From Date/Tune teevd By/Stored In Date/lime

LABORATORY Recci'nd Til. Date/Tme
SECTION 

Da;Aim
FINAL SAMPLE Dsposal MtDpsdy
DISPOSITION Disposed By DaraTure

WCH-EE-011



Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REOUEST RC-040-334 Pagp 3 of 4
ollector Company Contact Teleohone No. Project CoordinatorMike Stankovich MT Stankovich 531-7620 KESSNER, JH Price Code 9K Data Turnaround

Proiect Designation SaolUl Location SAF No. 7 Da7 s300 Area D&D Waste Characterization Sampling - Other Soli 3718G RC-040
Ice Chest No. Field Logbook No. CO Method ofShimentiw e g j EL- 1518-9 eeblwFederal Expmes

ShiD Ch Laboratoes Offsite Proerty No Bill of Lading/Air Bill No.

POSSIBLE SAMPLE HAZARDS/REMARKS _ _ OSPC

Asbestos & Be 
Preservation

Special Handling and/or Storage Type of Container

No. of Container(s)

Volume

BULK-EPA
SAMPLE ANALYSIS 6

Sample NO Matrix * Sample Date SampleTime

J15VNhER OTHER SOLIDI a-ecp-o7 --------

J15VN1 OTHER SOLID
J5VN2 OTHER SOLID
J15VN3 OTHER SOLID 

-
J15VN4 OTHER SOLJD

CHAIN OF POSSESSION Sign/Print Nam

Relinquished By/Removed From Date.lime )ZY Ihceivtl BlyStored In Dawrime
= E MmoV~l ~a4 0',/07A rI 2, .00e d a/ f

RcInqoishndoy/Rm edFrom -

roort

l'? 
710 FeRelinquishe~d By!R emvd From7 Date/Tme

Relinquished By/Removed From

rlinquished By/REmoved From

LABORATORY ReceMv
SECTION

Received Bytote I Date/Tme

Receivd B) tored in DatefThe

Received By/Stored In Datrlfime

SPECIAL INSTRUCTIONS
Laboamory Analysis, Data Management, and Shipping COA - RD4MXX2FOO

3728 m3728Ref#2CUstodianrm -6
shipping,, / Ovei am or

"vlalitelinqZj3

Dame/me Recehnd By Stored In Date/ime

Date/ e Recmevd y/Stored In De/lime

By Tile

FINAL SAMPLE ISOSal MCt
DISPoSrTION

Da'friam

Matrix

M-sei,s-s-p

a - was
x-0di

Disposed By DaterF-wc

WCH-EE-01 I ..



Washinvon Closure Hanford
Collector

Mike Stankovich

ProjectDesienation
300 Area D&D Waste Characterization Sampling - Other Soli

Ice Chest No.

Shioned To
DataChern Lahoraories - Cincinnati

POSSIBLE SAMPLE HAZARDS-REMA JjK

Asbestos & Be

Special Handling and/or Storage

CHAIN OF CUSTODY/SAMPLE ANALYSIS REOUEST
Company Contact Telephone No. Proiect CoordinatorMT Stankovich 531- 7620 1 KESSNER, IlH
Samaline Location

3718G
Field Loebook No. COA

EL-1518-9 See blow
Offsite Property No.

Presrvat itn'
Type of Container

No. of Container(s)

Volume

SAMPLE ANALYSIS

Sample No. Matrix I Sample Date Sanle Tim

J15VNS .4a OTHER SOLID
J5VN6 3 L

J15VN7 

J15VN8 34 W
J15VN9 _3L j

OTHER SOLID

OTHER SOLID

OTHER SOLID

OTHER SOLID
CHAIN OF POSSESSION

Relinquished By'Removed From Date/Time

Relinquished By/Removed Fron Date/iune

Relinquis B -YR Date/Time (

RclingnishdyR d Daeraie

'U-lwt-'-,7

x. I T~~t~t-I-----l*-----------l I
F - ..- ro

Sign/Print Names

Rece id B'Stored In Date/rime

ReceivdBy/Stored In Date/Time

SAF No.
SRC-040

Method of Shiment

Bill of LadineAir Bill No.
See OSPC

RC-0413-334 jPate ~ of t4

Price Code 9K Data Turnaround

7 Days

Asbastos--____

BULK-EPA

-I---

C

K

SPECIAL INSTRUCTIONS
Labrhory AnaKsis, Data Management, and Shipping COA - RD4MXX2FO

lannPlCS firm 3728 Ref#__
3728 Custodian rmove les forshipping on ./j/ dzjperSampler unavailable to relinquish

elinquished ByRemnd From DateTime Received By/Stowed n Date/Timt Ltim

elinquished By/Remnved From Date/ime Receivd By/Stored In Date/mue

LABORATORY ReceivedBy TitleSECTION Da ( - D nM
FINAL SAMPLE DisposaliMethDsea/
DISPOSITION

WCH-EE-011

Matrix*

5.-

St-54i ..
SOSoi
SMS-idu

(79 A
I I I lk

F---

RC-040-334 JPW 1 -f 1



WashinEton Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-334 lP-g r of 14
Collector Comoany Contact Telephone No. Proiect CoordinatorMike Stankovich MTStankovich 531-7620 KESSNER, JH Price Code 9K DataTurnaround
Proiect Desienation Sampline Location SAF No. 7 Days300 Area D&D Waste Characterization Sampling - Other Soli 3718G RC-040
Ice Chest No. Field Loebook No. COA Method ofShiomentr:52 4K EL-1518-9 See below Federal Express
Shinned To Offsite Property No. Bill of Ladin/Air Bill No.DataChint Laboratories - Cincinnati -__ - ----- 45.2 See OSPC - -- --

POSSIBLE SAMPLE HAZARDS/REMARKS
Asbestos & Beon

A sb e tos B eP reserv atio n

Special Handling and/or Storage Type of Container G

No. of Container(s)

Volume 5g

Astos.

BUEU-EPA
SAMPLE ANALYSIS

Sample No. Matix * Sample Date Saiple Tume ---

J15VP0 OTHER SOLID .j-fGO )
J15VP OTHER SOLID

J15 2 p OTHER SOLID

J1 VP3 I o OTHER SOLID

15VP4 OTHER SOLID

CHAIN OF POSSESSION si /IP i N

clinquishcid By/RemndFrom t/lDad ime ,

telnquishd By/Remoed Frm D 41/fi1e
d2zEZ, n'~ - Daefuz 0&

By /i

Relinquished y/Ri ,xo4/tnr

Relinnuishd~yRmovaed From

Daterrne

flateffiin.

Rehnquished By/Removed From Date/ine

LABORATORY Received B
SECTION

FINALSAMPLE DsposaiMcdh
DISPOSITION

WCH-EE-01 1

g rnt ama SPECIAL INSTRUCTIONS
Received By/Stored in DaT. Laboratory Analysis, Data Management, and Shipping COA - RD4MXX2F00

Received B toled Daverruce

ReC6ivd fStored. DavcfTnne

Received By/Stomd In Date/rune

Received By/Stored In Daterfime

Received By/Stored In Date/lime

Tid ,

Samnples from 3728

hp372s Cuodian ,,,hpug Oti-jjl 1E for
Sampler uaailable to idjjjjjj

Datefrime

DIsep-d By

Matrix

S-Sod

w -w
x- AAO-RMa o
WtOm.~qw
T-s

Date/Time


